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(7) ABSTRACT

A display device comprises a first plastic substrate, a first
adhesion layer formed in a first region of the first plastic
substrate, the first region being a region where a pixel region
is to be formed thereon, a second adhesion layer formed in
a peripheral region outside of the first region of the first
plastic substrate, a first thin glass layer formed on the first
and second adhesion layers, a plurality of active elements
formed on the first thin glass layer in one-to-one relation
with a plurality of pixels, a display part formed on the first
thin glass layer, the display part corresponding to the pixel
region and being driven by the plurality of active elements,
and an opposing substrate formed over the display part.
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